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= Kornstorrelse d [mm]
g
Py Praveidentifikation 0 Gennemfald pa 16mm 100,0%
3 Kurvesignatur Gennemfald pa 0,063mm 3,4%
= Uensformighedstal: U=d60 / d10 3,03
; Middelkornstarrelse: d50 0,4 mm
~

Kapillaritet: K =




