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Praveidentifikation 0 Gennemfald pa 16mm 66,1%
ANNNYWNN  [Rapifaritet K = Gennemfald pa 0,063mm 2.1%
g; ot | Uensformighedstal: U=d60 / d10 47,27 Fraktionsindhold i %
m E ; Middelkornstarrelse: d50 8,2 mm Sigte mm min max opnaet
§~°z Methylenbla MB =20 8-16 5 35 17%
= g 4-8 5 35 6%
Sigteanalyse udfert jeevnfgr DS/EN 933-1  ( SG I, Graensekurver jeevnfor VD, Udbuds- og anleegsforskrifter (AAB))




